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SHANXI SUNNY GLASSWARE FACTORY SHENZHEN OFFICE 
RM 204, BAOHU BUILDING, DONGHU ROAD, LUOHU DISTRICT, SHENZHEN, GUANGDONG, CHINA 
 
 
The following sample(s) was/were submitted and identified on behalf of the applicant as Coffee glass 
 
 

SGS Ref No. : SZ11126876 
Buyer : TEDI 

Manufacturer  : SHANXI SUNNY GLASSWARE FACTORY 

Country of Origin  : CHINA 

Country of Destination  : GERMANY 

Sample Receiving Date   : JUN 26, 2008 
Testing Period   : JUN 26, 2008 TO JUL 02 2008 
 

 

Test Requested              : In accordance with German Food, Articles of Daily Use and Feed Code of  

September 1, 2005 (LFGB), Section 30 & DIN 51032:1986. 
 
 
Test Method   : With reference to EN 1388: 1995. 
  Analysis was performed by Inductively Coupled Argon Plasma Spectrometry. 

 

 

 

Conclusion              :  When tested as specified, the submitted sample(s) do not comply with the limit as stated in  

                                           the German Food, Articles of Daily Use and Feed Code of September 1, 2005 (LFGB),  

Section 30. 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Ltd. 
 
 
 
 
 
______________________ 
Wang HongLei, Leo 
Sr. Engineer 
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Results: 
 
 
 

 
No.1  

Hollow-ware 1 
Limit 

 1 2 3 4  

Released Lead (mg/L) < 0.05 < 0.05 < 0.05 < 0.05 4.0 

Released Cadmium (mg/L) < 0.01 < 0.01 < 0.01 < 0.01 0.3 

Volume of 4% Acetic acid used (ml) 340 340 340 340  

Depth (mm) 125 125 125 125  

Diameter(mm) 78 78 78 78  

 
 

 
No.1 

Drinking rim  

Limit 

 1 2 3 4  

Released Lead (mg/article) 14.3 14.9 24.0 24.3 2.0
★
 

Released Cadmium (mg/article) 1.3 1.4 2.3 2.4 0.2
★
 

Volume of 4% Acetic acid used (ml) 200 200 200 200  

Depth (mm) 125 125 125 125  

Diameter(mm) 78 78 78 78  

 
Note : 1. < = Less than 

2. 
★
 = Exceeds limit 
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Remark:  
 

Category Internal depth (mm) Material range 

Flatware 1 ≤ 25 
Ceramics, glass and glass 

ceramics 
Tableware, kitchen 

equipment 

Hollow-ware 1 > 25 
Ceramics, glass and glass 

ceramics 
Tableware, kitchen 

equipment 

Flatware 2 ≤ 25 Enamelled 
Tableware, kitchen 

equipment 

Hollow-ware 2 > 25 Enamelled 
Tableware, kitchen 

equipment 

Flatware 3 ≤ 25 
Ceramics, glass and glass 

ceramics 

Cooking and baking 
utensils, receptacles also 

used as packaging 
storage containers 

Hollow-ware 3 > 25 
Ceramics, glass and glass 

ceramics 

Cooking and baking 
utensils, receptacles also 

used as packaging 
storage containers 

Flatware 4 ≤ 25 Enamelled 

Cooking and baking 
utensils, receptacles also 

used as packaging 
storage containers 

Hollow-ware 4 > 25 Enamelled 

Cooking and baking 
utensils, receptacles also 

used as packaging 
storage containers 

Flatware 5 Samples for enamelled containers parts or equipment and water heaters 
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Sample photo :  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

SGS authenticate the photo on original report only 
 

*** End of Report *** 
 

 
No.1 

GZ0806114365/CHEM 


